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1. Water absorption test for bricks. 

2. Theodolite survey 

3. Plain table survey 

4. Normal consistency test of cement. 

5. Initial setting time of cement. 

6. Final setting time of cement. 

7. Chain survey 

8. Slump test for concrete. 

9. Compass Survey 

10. Cube test for compressive strength of concrete 


